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Abstract—This paper is a study on Perovskite Solar Cell to 
optimize open circuit voltage, Voc and short circuit current 
density, Jsc for maximum efficiency at variation depth of 
interface defect layer (IDL). The Perovskite Solar Cell 
structure is simulated with combinations of IDL at 6nm, 8nm 
and 10nm of thickness sandwiches on both side of the solar cell 
absorber layer. Taguchi Method using L9 Orthogonal Array 
with Larger-The-Better (LTB) was used on finding most 
effective value on three material parameters: Cadmium Sulfide 
(CdS) as an electron transport layer (ETL), Perovskite 
absorber layer (CH3NH3Pbl3) and Copper Telluride (CuTe) as 
hole transport layer (HTL) in order to achieved best Voc and Jsc 
values. The works was done by simulating a numerical model 
using Analysis Of Microelectronic and Photonic Structures 
(AMPS-1D) software. Using ANOVA, it was discovered the 
Perovskite absorber layer thickness is vital in affecting the 
increasing and decreasing on both Voc and Jsc. Taguchi 
predicted a 200nm of thickness for best Jsc but predicted 
300nm for best Voc. The thickness of 200nm is selected for cost 
effectiveness. Taguchi method also predicted CdS and CuTe 
are considered slightly significant on improving the efficiency. 
Post Taguchi optimization approach shows Perovskite Solar 
Cell with CH3NH3Pbl3 absorber layer has average  power 
conversion efficiency of 20.7% on any combination of 
mentioned IDL thickness. With the aid of Taguchi method, a 
stable Perovskite Solar Cell efficiency with variation IDL 
thickness is achieved. 

Keywords— Device simulation, Perovskite, Interface Defect 
Layer, Taguchi Method 

I. INTRODUCTION  

This Perovskite Solar Cell is a one of thin film solar cell 
type that is thriving in its development [1]. With power 
conversion efficiency of over 20% made the solar cell 
performance on par with the  Silicon-based solar cell that is 
currently dominating the market as well on par with its other 
second generation thin film cell counterparts. 

The most commonly studied Perovskite absorber is 
Methylammonium lead Trihalide (CH3NH3PbX3, where X is 
a halogen ion such as I−, Br−, Cl−), with an optical band 

gap between 1.6eV and 2.3eV depending on halide content 
[2].The combination of material thus far has been the 
efficient and low cost to produce. 

The aim of this paper is to optimize Perovskite Solar 
Cell's Jsc and Voc to achieve maximum fill factors (FF) and 
consequently better power conversion efficiency. According 
to Roldan-Carmona et al,  an increase of thickness raised the 
Jsc from 18.5(mA/cm2) to 23.6(mA/cm2) but only achieved 
1.04V of Voc from 1.06V initially [4]. Feng et al, also 
reported as the thickness of Perovskite absorber layer 
increases, the Jsc also progressed until it saturated when the 
thickness reaches 1µm. Voc however will slightly decrease 
due to more charge recombination activity occurred in 
thicker film [5]. 

Another factor affecting the Voc is Interface Defect Layer 
(IDL). It is one of the main factors affecting the electrical 
properties of Perovskite include the active layer and their 
interface [6]. The IDL's are expressed into two separate 
additional layers, an interface IDL1 between the buffer and 
absorber layers, and another interface IDL2 between the 
absorber and HTM layers. The existence of the IDL in 
Perovskite film play a critical role in determining the 
performance of the device, as the photoelectrons generated 
in this layers and the charge recombination behaviors here 
can become dominant in determining the Voc, Jsc, FF and as 
well as the Efficiency of the device.  

The optimization is done utilizing Taguchi Optimization 
Method. It is an orthogonal array based statistical method 
developed by Genichi Taguchi in the 60's originally used for 
improving the quality of manufactured goods in industry. 
However, in the recent years, the method also applied in 
engineering researchers as a robust design method [6]. 

II. METHODOLOGY 

The physical device structure of Perovskite Solar Cell is 
as shown in FIGURE 1.The absorber used for this study is 
Methylammonium Lead Triiodide (CH3NH3Pbl3) 
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A. Material Parameters 

The sample structure of the solar cell profile is a 
modified mathematical model calculated by Takashi 
Minemoto et al with IDL layers added to its structure [7]. 
There are three main materials, Cadmium Sulfide (CdS) 
buffer layer, Perovskite Absorber layer and Cuprum 
Telluride (CuTe) Hole Transport layer are respectively 
assigned with three different thickness values. These values 
are later to be optimized by Taguchi. Both IDLs are varied 
into three level of thickness, 6nm, 8nm and 10nm. The 
experiments were done by AMPS-1D simulator. 

B. Taguchi Optimization Method 

Taguchi method assisted in identifying the most 
dominant factors that influence the both Jsc and Voc when a 
variation of main parameters and variation of IDL thickness 
applied in the experiments. This is done by forming all the 
parameters values into an Orthogonal Array (OA). There are 
several types of OA tabulated in Taguchi Method [8]. In this 
paper, L9 Orthogonal Array is utilized.  

C. L9 Orthogonal Array 

The basis for using L9 Orthogonal array (L9 OA) is 
because there are three parameters involved that became the 
Control Factors (CF) and L9 OA is capable to take up to 
four maximum numbers of  CF [9]. These factors are CdS 
layers, Perovskite Absorber layers, and CuTe layers. Each 
CF is defined with 3 levels of values as shown in TABLE 2. 

TABLE 1. CONTROL FACTORS PARAMETERS AND THEIR LEVEL 

Symbol 
Parameters 
(Thickness) 

Unit 
Level 

1 
Level 

2 
Level 

3 

A 
Cadmium Sulfide  

(CdS) 
nm 60 80 100 

B 
Perovskite 

(CH3NH3Pbl3) 
nm 200 300 400 

C 
Copper Telluride 

(CuTe) 
nm 100 150 200 

 
These level of values are technically determined a 

minimum, medium and maximum configuration of 
Perovskite Solar Cell that produced good efficiency but not 
fundamentally optimized or economically fitting. Taguchi 
Method is used to identify the optimum configuration values 
from mentioned combinations for best efficiency result. 

D. Interface Defect Layers as Noise Factor 

In Taguchi Method, Noise factor (NF) is defined as an 
external parameter that cannot be controlled. The values of 

NF can be defined statistically but the actual values in a 
specific situation cannot be known [9]. 

In this study, IDL is chosen as NF since it uncontrollably 
occurs on unspecified condition during Perovskite solar cell 
operation. The L9 OA support maximum up to three noise 
factors [9], but in the case of this study, only two are utilized 
since there only two NF's became the focus of the study. The 
first noise factors is designated as IDL1, an interface defect 
layer occurred on the top part of Perovskite Absorber layer. 
The second noise factor is IDL2, another interface defect 
layer occurred at the bottom part of Perovskite Absorber 
layer. Both IDL1 and IDL2 layer configuration are as in 
TABLE 3. 

TABLE 2. NOISE FACTORS AND THEIR RESPECTIVE LEVEL 

Symbol 
Parameters 
(Thickness) 

Unit 
Level 

1 
Level 

2 
Level 

3 
D IDL1 nm 6 8 10 
E IDL2 nm 6 8 10 

E. Experiment layout on L9 OA 

L9 OA systematically organized the experiment that 
needs to be done and reduced their numbers. The results are 
then studied using Signal-to-Noise (S/N) ratio and ANOVA 
analysis. As its name implied, the L9 OA required nine 
experiments. TABLE 4 showed the experimental layout of 
the L9 Orthogonal Array. This layout is important to be used 
later for ANOVA. 

TABLE 3. EXPERIMENTAL LAYOUT USING L9 ORTHOGONAL ARRAY 

. Exp. 
No 

Control Factor  Level 

Cadmium Sulfide 
(CdS) 

Perovskite 
(CH3NH3Pbl3) 

Copper Telluride 
(CuTe) 

1 A1 B1 C1 
2 A1 B2 C2 
3 A1 B3 C3 
4 A2 B1 C2 
5 A2 B2 C3 
6 A2 B3 C1 
7 A3 B1 C3 
8 A3 B2 C1 
9 A3 B3 C2 

 

TABLE 4 shows how the configuration of NF for each 
experiments. The NF configuration is arranged on repetition 
basis to ensure all variation IDL thickness is covered. Given 
that there are three level of NF's as shown in TABLE 3, the 
configuration of NF's is varied nine times in each nine 
experiments [9]. That mean there are total of 81 experiments 
run with the configuration provided by both Tables. 

TABLE 4. NOISE FACTORS CONFIGURATION FOR EACH REPETITION 

Exp. 
Repetition 

Noise Factors Configuration 
IDL 1 IDL 2 

1 1 1 
2 1 2 
3 1 3 
4 2 1 
5 2 2 
6 2 3 
7 3 1 
8 3 2 
9 3 3 

 

Fig. 1. Pervoskite solar cell structure 
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III. RESULT AND DISCUSSION 

TABLE 5 and TABLE 6 show the result for current 
density and open circuit voltage respectively in Perovskite 
solar cell run on the L9 OA with the NFs.  

TABLE 5 CURRENT DENSITY (JSC) FROM RESPECTIVE EXPERIMENT 

 
Repetitions 

1 2 3 4 5 6 7 8 9 

1 25.94 25.86 25.73 25.82 25.68 26.02 25.64 25.98 25.90 

2 26.31 26.18 25.99 26.14 25.96 26.37 25.92 26.34 26.21 

3 25.94 25.81 25.63 25.78 25.60 26.01 25.56 25.98 25.85 

4 26.25 26.16 26.01 26.12 25.97 26.33 25.93 26.29 26.20 

5 26.54 26.40 26.20 26.37 26.17 26.60 26.14 26.57 26.43 

6 25.72 25.61 25.44 25.57 25.41 25.79 25.37 25.76 25.64 

7 26.56 26.46 26.30 26.42 26.26 26.63 26.22 26.59 26.49 

8 26.20 26.08 25.90 26.05 25.87 26.27 25.84 26.24 26.11 

9 25.88 25.76 25.59 25.72 25.55 25.94 25.52 25.91 25.79 

TABLE 6 OPEN CIRCUIT VOLTAGE (VOC) FROM RESPECTIVE EXPERIMENTS 

 

 

 

 

 

 

 

 

 

As mentioned in methodology, there are nine 
experiments and nine repetitions with different NF 
configuration as explained in TABLE 3 and TABLE 4. 

The values conceived from the experiments is used to 
calculate the signal to noise (S/N) ratio. Analysis on S/N 
ration performance determined which CF affecting Jsc and 
Voc the most.  

Analysis on S/N ratio performance determined which CF 
affecting. There are three categories of S/N ratio 
performance characteristic, i.e. lower-the-best, nominal-the-
best and larger-the-best [9]. For this study, since largest Jsc 
and Voc is the objective so larger-the-best characteristic is 
selected. The S/N ratio for higher-the-best can be expressed 
as: = −10	 log ∑ + +⋯+                              (1) 

 

Where Y is the experimental values and n is the number 
of experiments. By applying equation (1), the S/N ratio ( ) 
for the efficiency is calculated and listed in TABLE 8. 

TABLE 7. (S/N) RATIO RETRIEVED FROM ALL EXPERIMENTS 

Experiment No. 

Signal-To-Noise (S/N) ratio (dB) 
for Larger-The-Better 

Current Density 
(Jsc) 

Open Circuit Voltage 
(Voc) 

1 28.25 -0.11 
2 28.35 -0.15 
3 28.23 -0.18 
4 28.35 -0.12 
5 28.43 -0.16 
6 28.16 -0.20 
7 28.44 -0.12 
8 28.32 -0.17 
9 28.21 -0.20 

 
From the results, individual value of S/N ratio (Larger-

The-Better) for each Level of Control Factors and the 
Overall Mean is calculated . Those S/N ratio values are 
summarized in TABLE 9 for both Jsc and Voc. 

TABLE 8 (S/N) RATIO FOR JSC AND VOC 

 
Control 
Factors 

Parameters 

Signal to Noise (S/N) Ratio 
(dB) for Larger-The-Better 

Overall 
Mean 
(dB) 

Level 1 Level 2 Level 3  

Jsc 

CdS 28.28 28.31 28.32 

28.30 Perovskite 28.35 28.37 28.20 

CuTe 28.24 28.30 28.37 

Voc 

CdS -0.15 -0.16 -0.17 

-0.16 Perovskite -0.12 -0.16 -0.20 

CuTe -0.16 -0.16 -0.15 

 

From the summarized results in TABLE 9 , two Factor 
Effect graphs are plotted base on each Control Factor's level 
S/N Ratio values on both tables. These two plots are 
represented as Figure 2(a) and Figure 2(b). 

Both Figures shows the selection for the best level on 
each factor effects that yield the best result can be decided. 
Fundamentally, the larger the S/N ratio the better the result 
would be. However, there is a disparity between factor effect 
points that influence the Jsc and Voc. In Figure 2(a) stated 
that while increasing the CdS thickness have little 
improvement on the Jsc, but cause a small reduction on the 
Voc. On the thickness of Perovskite layer, Figure 2(a) 
mentioned that 300nm yield a better result than 200nm 
thickness for Jsc, however, yield the worst result for Voc in 
Figure 2(b).  Figure 2 also asserted that increasing in CuTe 
thickness is better for Jsc but produce insignificant 
improvement on Voc. 

 

 

 
Repetitions 

1 2 3 4 5 6 7 8 9 

1 0.99 0.99 0.98 0.99 0.99 0.99 0.99 0.99 0.99 

2 0.99 0.98 0.98 0.98 0.98 0.98 0.98 0.98 0.98 

3 0.98 0.98 0.98 0.98 0.98 0.98 0.98 0.98 0.98 

4 0.99 0.99 0.98 0.99 0.99 0.99 0.99 0.99 0.99 

5 0.99 0.98 0.98 0.98 0.98 0.98 0.98 0.98 0.98 

6 0.98 0.98 0.98 0.98 0.98 0.98 0.98 0.98 0.98 

7 0.99 0.99 0.98 0.99 0.99 0.99 0.99 0.99 0.98 

8 0.98 0.98 0.98 0.98 0.98 0.98 0.98 0.98 0.98 

9 0.98 0.98 0.97 0.98 0.98 0.98 0.98 0.98 0.98 
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A. Analysis of variance (ANOVA) 

Analysis of Variance or ANOVA is a common statistical 
technique to determine the percentage the contribution of 
each factor for the result [10]. ANOVA is capable to verify 
which control factors that significantly affect the 
performance of the solar cell. It is done by calculating the 
Degree of Freedom (DF) given by   = − 	1    (2) 

Where t is the total sum of square for each CF given by = ∑ − 	     (3) 

Where n is a number of the experiment repeated,  is 
the mean of S/N ratio for the i-th experiment and m is the 
average of nine  values. In order to find the ratio 
percentage, the sum of square of each factor has to be 
determined. For example, CF for CdS thickness, labeled by 
symbol A in TABLE 1, its SScf is given by = 	3 − + − + −     (4) 

Where m is the average of nine  values.  Equation (4) 
is repeated for the rest of control factors for both Jsc and Voc 
to determine their respective SScf. Then, the variance is 
determined by calculating the mean square (MS) given by =	    (5) 

Next step is to determined the percentage of each factor 
effect. It is given by 	 	 % = 	  (6) 

Equation (6) is repeated for the all factors effect also for 
both Jsc and Voc. Finally the results on the ANOVA is 
summarized in TABLE 11. 

TABLE 9. RESULT OF ANOVA FOR BOTH JSC AND VOC 

 
Control 
Factors 

DF SS MS 
Factor 

Effect on 
SNR (%) 

Jsc 

CdS 2.0 0.00 0.00 5.02 

Perovskite 2.0 0.05 0.02 63.26 

CuTe 2.0 0.02 0.01 30.37 

Voc 

CdS 2.0 0.00 0.00 4.64 

Perovskite 2.0 0.01 0.00 95.04 

CuTe 2.0 0.00 0.00 0.32 

 

According to ANOVA, The percentage of the S\N ratio 
indicates the priority of the factor level for best result [9]. 
Thus, the factor with the highest percentage and with the 
smallest means square among all factors will have great 
contribution [10]. First CF representing CdS thickness layer 
affecting only 5.02% on Jsc improvement for its best level 
and only 4.64% improvement for the Voc. This is considered 
negligible by ANOVA as any selection on its factor levels  
insignificantly improve both Jsc and Voc. So 80nm thickness 
(Level 2) is selected as it's in the middle that balance the 
performance between two results. 

Perovskite layer thickness is found to be the major factor 
that affecting both Jsc and Voc with factor effect on SNR at 
63.26% and 95.04% respectively. The percentage of factor 
effect on SNR for Voc is regarded higher than the one in Jsc, 
so for level selection, level 1 (Perovskite thickness layer of 
200nm) is selected. For the last CF, at only 0.32%, the CuTe 
thickness is obviously posing almost zero influence on Voc. 
But ANOVA asserted that it is the second most dominant 
factor that influences the performance of Jsc (at 30.37%). It 
is obvious for this third CF, level 3 (CuTe thickness of 
200nm) is selected.  

The ANOVA predicted the SNR range for Jsc is between 
28.16dB and 28.35dB while SNR range for Voc is between -
0.17dB and -0.06dB. The best level selection of each control 
factors is then finalized in TABLE 12. 

TABLE 10. BEST SETTING SELECTION FOR RESPECTIVE PARAMETER 

Control Factor 
Parameters 

Best Level Best Value (nm) 

CdS thickness 2 80 

Perovskite thickness 1 200 

CuTe 3 200 

 

B. Confirmation run 

A confirmation experiment is done to retrieve final 
efficiency base on parameters value on TABLE 12 in order 
to validate the analysis [10]. The experiment is again 
repeated nine times, similar to OA L9 experiments 
mentioned in the methodology to cater variation of NF's 
arranged in TABLE 4. The results on the Jsc and Voc from 
the experiment is laid out in TABLE 13 along with the 
efficiency and calculated S/N Ratio (Larger-The-Better) 
using equation (1). 

 

 

FIG. 2 FACTOR EFFECT PLOT FOR (A) JSC (B) VOC 
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TABLE 11. RESULT OF THE CONFIRMATION EXPERIMENTS 

Noise Factors (NF) combination 

Avg 1 
(1,1) 

2 
(2,2) 

3 
(3,3) 

4 
(1,2) 

5 
(2,3) 

6 
(3,1) 

7 
(1,3) 

8 
(2,1) 

9 
(3,2) 

Jsc (mA/cm2)

26.56 26.42 26.23 26.39 26.20 26.62 26.16 26.59 26.45 26.41 

Voc (V) 
0.99 0.99 0.98 0.99 0.99 0.99 0.99 0.99 0.99 0.99 

Efficiency (%)

20.71 20.53 20.29 20.56 20.33 20.63 20.36 20.67 20.49 20.51  

 

The results show the Jsc is averaging at 26.40 mA/cm2 
despite the variation of IDLs. These shows at 200nm of 
thickness, the current density of the Solar Cell can be 
maintained despite variations of  IDL's. It is clear that due to 
the thickness of IDL's layers and the selection of thinner 
absorber layer by Taguchi Optimization Method, the Voc is 
relatively very low, achieving lower than 1.0V. But the Voc 
of the Solar Cell is maintained at stable 0.99V despite being 
exposed to a variation of IDL's thickness situations. The 
SNR for the Jsc and Voc are 28.30 and -0.16 respectively. 
Both values are within the ANOVA predicted values 
mentioned previously. As far as efficiency is concerned, the 
result of the Taguchi optimization approach yield an 
impressive average power conversion efficiency of 20.51% 
even with IDL's layers up to 10nm of thickness on both side 
of CH3NH3Pbl3 Absorber layer. 

C. Result comparison 

TABLE 12. RESULT COMPARISON (IDL AT 10NM THICKNESS) 

Paper Author Bizuneh-Genene Feng Juan et. Al. 
Taguchi 
Method 
result 

Jsc (mA/cm2) 20.3 24.03 26.23 
Voc (V) 1.05 1.04 0.99 

Efficiency 
(%) 

18.5 20 20.53 

 
TABLE 14 outlined the Taguchi Method result and its 

comparison with two most recent result from two others 
sources. Both using numerical simulation method. Each 
result represent the Jsc and Voc of the solar cell and their 
respective efficiency when the IDL thickness occurred at 
10nm on both top and bottom of the Perovskite absorber 
layer. The results concluded optimization with Taguchi 
Method yield best Jsc value with only 5 to 6% loss of Voc. 
Perhaps, better Voc can be achieved with slightly increased 
of the absorber layer for future development. 

IV. CONCLUSION 

In conclusion, the optimum solution in achieving 
maximum efficiency of Perovskite solar cell with a variation 
of IDL is a success by utilizing Taguchi Method. The 
method accurately predicted that Perovskite absorber layer is 
critical that influence both Jsc and Voc that lead to best power 
conversion efficiency regardless the thickness of IDL that 
will otherwise drag the efficiency down. It also revealed that 
both CdS and CuTe present a very minor to none role that 
influence on the Voc and increase thickness on CuTe bring 
an improvement on the Jsc. By using Taguchi optimization 
approach, a better understanding of parameters that govern 
the efficiency of CH3NH3PbI3-based solar cell devices is 

realized. With this knowledge, further improvements in 
device performance can be accomplished in future. 

ACKNOWLEDGMENT 

The authors would like to thanks to Professor Dr. 
Nowshad Amin from Universiti Kebangsaan Malaysia 
(UKM) for his expertise and experience on Perovskite Solar 
Cell as well providing the AMPS software that was used in 
the project and Dr. Fauziyah binti Salehuddin from Universiti 
Teknikal Melaka (UTeM) for her knowledge sharing on 
Taguchi Optimization method. 

REFERENCES 
[1] Huang, Like, et al. Electron transport layer-free planar perovskite 

solar cells performance enhancement perspective from device 
simulation. s.l. : Elsivier B.V, 2016. pp. 1038-1047. Vol. 157. 

[2] Askari, Mohammad Bagher, Mirzaei, Abadi Vahid Mahmoud and 
Mirhabibi, Mohsen. Types of Solar Cells and Application. Tehran : 
Science Publishing Group, 2015. Vol. 3. 2330-8494. 

[3] Qi Chena, Nicholas De Marcoa, Yang (Michael) Yanga, Tze-Bin 
Songa, Chun-Chao Chena, Hongxiang Zhaoa, Ziruo Honga, Huanping 
Zhoua, Yang Yanga. Under the spotlight: The organic–inorganic 
hybrid halide perovskite for optoelectronic applications. 2015, Vol. 
10, 3. 

[4] K.S. Rahman, M. A. Islam, M. S. Hossain, M. M. Alam, K. Sopian, 
N. Amin. The Effect of Cu2Te as the back Surface field Layer in 
CdS/CdTe Solar Cells. August 2013, pp. 61-68. 

[5] C. Rolda´n-Carmona, P. Gratia, I. Zimmermann, G. Grancini,a P. 
Gao, M. Graetzelb, Mohammad Khaja Nazeeruddin. High efficiency 
methylammonium lead triiodide perovskite solar cells: The relevance 
of non-stoichiometric precursors. 2015, Vol. 8, 2015. 

[6] Numerical Simulation: Towards the design of high-efficiency planer 
perovskite solar cells. Feng, Liu, et al. 104, Beijing : AIP Publishing 
LLC, 2014. 

[7] Si Fengjuan, Tang Fuling, Xue Hongtao,Qi Rongfei. Effects of defect 
states on the performance of perovskite solar cells. 2016, Vol. 37, 7. 

[8] J.L. Rosaa, A. Robina, M.B. Silvab, C.A. Baldana, M.P. Peresd. 
Electrodeposition of copper on titanium wires: Taguchi experimental 
design approach. Brazil : Journal of Materials Processing Technology, 
2009, Vol. 209. 

[9] Genichi, Taguchi. System Of Experimental Design (Jikken 
Keikakuho). 3rd Edition. Tokyo : Maruzen, 1978. 

[10] Phadke, Madhav. Quality Engineering using Robust Design. s.l. : 
Pearson Education, 2008. 

[11] F. Salehuddin, I. Ahmand, F. A. Hamid, A. Zaharim, H. A. Elgomati, 
B. Y. Majlis, P. R. Apte. Optimization of HALO Structure Effect In 45 
nm P-type MOSFETs Device Using Taguchi Method. Kuala Lumpur : 
s.n., 2011. pp. 296-302. Vol. 5. 

[12] The effect of skin-depth interfacial defect layer in perovskite solar 
cell. Difer, Bizuneh Gebremichael and Mola, Genene Tessema. 215, 
Berlin : Springer-Verlag, 2016, Vol. 122. 

[13] Islam, Mohammad Aminul, Amin, Nowshad and Sulaiman, Yusuf. A 
Comparative Study Of Bsf Layers For Ultra-Thin Cds:O/Cdte Solar 
Cells. Bangi : Chalcogenide Letters, 2011. pp. 65-75. Vol. 8. 

[14] M. A. Matin, M. U. Tomal, A. M. Robin, N. Amin. Numerical 
Analysis of Novel Back Surface Field for High Efficiency Ultrathin 
CdTe Solar Cells. s.l. : Hindawi Publishing Corporation, 2013, Vol. 
2013. 

[15] Minemoto, Takashi and Murata, Masashi. Impact Of Work Function 
Of Back Contact Of Perovskite Solar Cell without Hole Transport 
Material Analyzed By Device Simulation. November 2014, Vol. 14, 
11, pp. 1428-1433. 

[16] Mohammad I. Hossain, Fahhad H. Alharbi, Nouar Tabet. Copper 
oxide as inorganic hole transport material for lead halide perovskite 
based solar cells. August 2015, Vol. 120, 2015, pp. 370-380. 

[17] Yijie Xia, Kuan Sun, Jingjing Changa, Jianyong Ouyang. Effects of 
organic inorganic hybrid perovskite materials on the electronic 
properties and morphology of poly(3,4- 
ethylenedioxythiophene):poly(styrenesulfonate)and the photovoltaic 
performance of planarperovskite solar cells. 2015, Vol. 3, 2015. 
 

2018 IEEE International Conference on Semiconductor Electronics (ICSE)

978-1-5386-5283-1/18/$31.00 ©2018 IEEE 196

Authorized licensed use limited to: UNIVERSITY TENAGA NASIONAL. Downloaded on July 09,2020 at 03:40:16 UTC from IEEE Xplore.  Restrictions apply. 



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Gray Gamma 2.2)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.7
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 0
  /ParseDSCComments false
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo false
  /PreserveFlatness true
  /PreserveHalftoneInfo true
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Remove
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
    /AbadiMT-CondensedLight
    /ACaslon-Italic
    /ACaslon-Regular
    /ACaslon-Semibold
    /ACaslon-SemiboldItalic
    /AdobeArabic-Bold
    /AdobeArabic-BoldItalic
    /AdobeArabic-Italic
    /AdobeArabic-Regular
    /AdobeHebrew-Bold
    /AdobeHebrew-BoldItalic
    /AdobeHebrew-Italic
    /AdobeHebrew-Regular
    /AdobeHeitiStd-Regular
    /AdobeMingStd-Light
    /AdobeMyungjoStd-Medium
    /AdobePiStd
    /AdobeSongStd-Light
    /AdobeThai-Bold
    /AdobeThai-BoldItalic
    /AdobeThai-Italic
    /AdobeThai-Regular
    /AGaramond-Bold
    /AGaramond-BoldItalic
    /AGaramond-Italic
    /AGaramond-Regular
    /AGaramond-Semibold
    /AGaramond-SemiboldItalic
    /AgencyFB-Bold
    /AgencyFB-Reg
    /AGOldFace-Outline
    /AharoniBold
    /Algerian
    /Americana
    /Americana-ExtraBold
    /AndaleMono
    /AndaleMonoIPA
    /AngsanaNew
    /AngsanaNew-Bold
    /AngsanaNew-BoldItalic
    /AngsanaNew-Italic
    /AngsanaUPC
    /AngsanaUPC-Bold
    /AngsanaUPC-BoldItalic
    /AngsanaUPC-Italic
    /Anna
    /ArialAlternative
    /ArialAlternativeSymbol
    /Arial-Black
    /Arial-BlackItalic
    /Arial-BoldItalicMT
    /Arial-BoldMT
    /Arial-ItalicMT
    /ArialMT
    /ArialMT-Black
    /ArialNarrow
    /ArialNarrow-Bold
    /ArialNarrow-BoldItalic
    /ArialNarrow-Italic
    /ArialRoundedMTBold
    /ArialUnicodeMS
    /ArrusBT-Bold
    /ArrusBT-BoldItalic
    /ArrusBT-Italic
    /ArrusBT-Roman
    /AvantGarde-Book
    /AvantGarde-BookOblique
    /AvantGarde-Demi
    /AvantGarde-DemiOblique
    /AvantGardeITCbyBT-Book
    /AvantGardeITCbyBT-BookOblique
    /BakerSignet
    /BankGothicBT-Medium
    /Barmeno-Bold
    /Barmeno-ExtraBold
    /Barmeno-Medium
    /Barmeno-Regular
    /Baskerville
    /BaskervilleBE-Italic
    /BaskervilleBE-Medium
    /BaskervilleBE-MediumItalic
    /BaskervilleBE-Regular
    /Baskerville-Bold
    /Baskerville-BoldItalic
    /Baskerville-Italic
    /BaskOldFace
    /Batang
    /BatangChe
    /Bauhaus93
    /Bellevue
    /BellMT
    /BellMTBold
    /BellMTItalic
    /BerlingAntiqua-Bold
    /BerlingAntiqua-BoldItalic
    /BerlingAntiqua-Italic
    /BerlingAntiqua-Roman
    /BerlinSansFB-Bold
    /BerlinSansFBDemi-Bold
    /BerlinSansFB-Reg
    /BernardMT-Condensed
    /BernhardModernBT-Bold
    /BernhardModernBT-BoldItalic
    /BernhardModernBT-Italic
    /BernhardModernBT-Roman
    /BiffoMT
    /BinnerD
    /BinnerGothic
    /BlackadderITC-Regular
    /Blackoak
    /blex
    /blsy
    /Bodoni
    /Bodoni-Bold
    /Bodoni-BoldItalic
    /Bodoni-Italic
    /BodoniMT
    /BodoniMTBlack
    /BodoniMTBlack-Italic
    /BodoniMT-Bold
    /BodoniMT-BoldItalic
    /BodoniMTCondensed
    /BodoniMTCondensed-Bold
    /BodoniMTCondensed-BoldItalic
    /BodoniMTCondensed-Italic
    /BodoniMT-Italic
    /BodoniMTPosterCompressed
    /Bodoni-Poster
    /Bodoni-PosterCompressed
    /BookAntiqua
    /BookAntiqua-Bold
    /BookAntiqua-BoldItalic
    /BookAntiqua-Italic
    /Bookman-Demi
    /Bookman-DemiItalic
    /Bookman-Light
    /Bookman-LightItalic
    /BookmanOldStyle
    /BookmanOldStyle-Bold
    /BookmanOldStyle-BoldItalic
    /BookmanOldStyle-Italic
    /BookshelfSymbolOne-Regular
    /BookshelfSymbolSeven
    /BookshelfSymbolThree-Regular
    /BookshelfSymbolTwo-Regular
    /Botanical
    /Boton-Italic
    /Boton-Medium
    /Boton-MediumItalic
    /Boton-Regular
    /Boulevard
    /BradleyHandITC
    /Braggadocio
    /BritannicBold
    /Broadway
    /BrowalliaNew
    /BrowalliaNew-Bold
    /BrowalliaNew-BoldItalic
    /BrowalliaNew-Italic
    /BrowalliaUPC
    /BrowalliaUPC-Bold
    /BrowalliaUPC-BoldItalic
    /BrowalliaUPC-Italic
    /BrushScript
    /BrushScriptMT
    /CaflischScript-Bold
    /CaflischScript-Regular
    /Calibri
    /Calibri-Bold
    /Calibri-BoldItalic
    /Calibri-Italic
    /CalifornianFB-Bold
    /CalifornianFB-Italic
    /CalifornianFB-Reg
    /CalisMTBol
    /CalistoMT
    /CalistoMT-BoldItalic
    /CalistoMT-Italic
    /Cambria
    /Cambria-Bold
    /Cambria-BoldItalic
    /Cambria-Italic
    /CambriaMath
    /Candara
    /Candara-Bold
    /Candara-BoldItalic
    /Candara-Italic
    /Carta
    /CaslonOpenfaceBT-Regular
    /Castellar
    /CastellarMT
    /Centaur
    /Centaur-Italic
    /Century
    /CenturyGothic
    /CenturyGothic-Bold
    /CenturyGothic-BoldItalic
    /CenturyGothic-Italic
    /CenturySchL-Bold
    /CenturySchL-BoldItal
    /CenturySchL-Ital
    /CenturySchL-Roma
    /CenturySchoolbook
    /CenturySchoolbook-Bold
    /CenturySchoolbook-BoldItalic
    /CenturySchoolbook-Italic
    /CGTimes-Bold
    /CGTimes-BoldItalic
    /CGTimes-Italic
    /CGTimes-Regular
    /CharterBT-Bold
    /CharterBT-BoldItalic
    /CharterBT-Italic
    /CharterBT-Roman
    /CheltenhamITCbyBT-Bold
    /CheltenhamITCbyBT-BoldItalic
    /CheltenhamITCbyBT-Book
    /CheltenhamITCbyBT-BookItalic
    /Chiller-Regular
    /Cmb10
    /CMB10
    /Cmbsy10
    /CMBSY10
    /CMBSY5
    /CMBSY6
    /CMBSY7
    /CMBSY8
    /CMBSY9
    /Cmbx10
    /CMBX10
    /Cmbx12
    /CMBX12
    /Cmbx5
    /CMBX5
    /Cmbx6
    /CMBX6
    /Cmbx7
    /CMBX7
    /Cmbx8
    /CMBX8
    /Cmbx9
    /CMBX9
    /Cmbxsl10
    /CMBXSL10
    /Cmbxti10
    /CMBXTI10
    /Cmcsc10
    /CMCSC10
    /Cmcsc8
    /CMCSC8
    /Cmcsc9
    /CMCSC9
    /Cmdunh10
    /CMDUNH10
    /Cmex10
    /CMEX10
    /CMEX7
    /CMEX8
    /CMEX9
    /Cmff10
    /CMFF10
    /Cmfi10
    /CMFI10
    /Cmfib8
    /CMFIB8
    /Cminch
    /CMINCH
    /Cmitt10
    /CMITT10
    /Cmmi10
    /CMMI10
    /Cmmi12
    /CMMI12
    /Cmmi5
    /CMMI5
    /Cmmi6
    /CMMI6
    /Cmmi7
    /CMMI7
    /Cmmi8
    /CMMI8
    /Cmmi9
    /CMMI9
    /Cmmib10
    /CMMIB10
    /CMMIB5
    /CMMIB6
    /CMMIB7
    /CMMIB8
    /CMMIB9
    /Cmr10
    /CMR10
    /Cmr12
    /CMR12
    /Cmr17
    /CMR17
    /Cmr5
    /CMR5
    /Cmr6
    /CMR6
    /Cmr7
    /CMR7
    /Cmr8
    /CMR8
    /Cmr9
    /CMR9
    /Cmsl10
    /CMSL10
    /Cmsl12
    /CMSL12
    /Cmsl8
    /CMSL8
    /Cmsl9
    /CMSL9
    /Cmsltt10
    /CMSLTT10
    /Cmss10
    /CMSS10
    /Cmss12
    /CMSS12
    /Cmss17
    /CMSS17
    /Cmss8
    /CMSS8
    /Cmss9
    /CMSS9
    /Cmssbx10
    /CMSSBX10
    /Cmssdc10
    /CMSSDC10
    /Cmssi10
    /CMSSI10
    /Cmssi12
    /CMSSI12
    /Cmssi17
    /CMSSI17
    /Cmssi8
    /CMSSI8
    /Cmssi9
    /CMSSI9
    /Cmssq8
    /CMSSQ8
    /Cmssqi8
    /CMSSQI8
    /Cmsy10
    /CMSY10
    /Cmsy5
    /CMSY5
    /Cmsy6
    /CMSY6
    /Cmsy7
    /CMSY7
    /Cmsy8
    /CMSY8
    /Cmsy9
    /CMSY9
    /Cmtcsc10
    /CMTCSC10
    /Cmtex10
    /CMTEX10
    /Cmtex8
    /CMTEX8
    /Cmtex9
    /CMTEX9
    /Cmti10
    /CMTI10
    /Cmti12
    /CMTI12
    /Cmti7
    /CMTI7
    /Cmti8
    /CMTI8
    /Cmti9
    /CMTI9
    /Cmtt10
    /CMTT10
    /Cmtt12
    /CMTT12
    /Cmtt8
    /CMTT8
    /Cmtt9
    /CMTT9
    /Cmu10
    /CMU10
    /Cmvtt10
    /CMVTT10
    /ColonnaMT
    /Colossalis-Bold
    /ComicSansMS
    /ComicSansMS-Bold
    /Consolas
    /Consolas-Bold
    /Consolas-BoldItalic
    /Consolas-Italic
    /Constantia
    /Constantia-Bold
    /Constantia-BoldItalic
    /Constantia-Italic
    /CooperBlack
    /CopperplateGothic-Bold
    /CopperplateGothic-Light
    /Copperplate-ThirtyThreeBC
    /Corbel
    /Corbel-Bold
    /Corbel-BoldItalic
    /Corbel-Italic
    /CordiaNew
    /CordiaNew-Bold
    /CordiaNew-BoldItalic
    /CordiaNew-Italic
    /CordiaUPC
    /CordiaUPC-Bold
    /CordiaUPC-BoldItalic
    /CordiaUPC-Italic
    /Courier
    /Courier-Bold
    /Courier-BoldOblique
    /CourierNewPS-BoldItalicMT
    /CourierNewPS-BoldMT
    /CourierNewPS-ItalicMT
    /CourierNewPSMT
    /Courier-Oblique
    /CourierStd
    /CourierStd-Bold
    /CourierStd-BoldOblique
    /CourierStd-Oblique
    /CourierX-Bold
    /CourierX-BoldOblique
    /CourierX-Oblique
    /CourierX-Regular
    /CreepyRegular
    /CurlzMT
    /David-Bold
    /David-Reg
    /DavidTransparent
    /Dcb10
    /Dcbx10
    /Dcbxsl10
    /Dcbxti10
    /Dccsc10
    /Dcitt10
    /Dcr10
    /Desdemona
    /DilleniaUPC
    /DilleniaUPCBold
    /DilleniaUPCBoldItalic
    /DilleniaUPCItalic
    /Dingbats
    /DomCasual
    /Dotum
    /DotumChe
    /DoulosSIL
    /EdwardianScriptITC
    /Elephant-Italic
    /Elephant-Regular
    /EngraversGothicBT-Regular
    /EngraversMT
    /EraserDust
    /ErasITC-Bold
    /ErasITC-Demi
    /ErasITC-Light
    /ErasITC-Medium
    /ErieBlackPSMT
    /ErieLightPSMT
    /EriePSMT
    /EstrangeloEdessa
    /Euclid
    /Euclid-Bold
    /Euclid-BoldItalic
    /EuclidExtra
    /EuclidExtra-Bold
    /EuclidFraktur
    /EuclidFraktur-Bold
    /Euclid-Italic
    /EuclidMathOne
    /EuclidMathOne-Bold
    /EuclidMathTwo
    /EuclidMathTwo-Bold
    /EuclidSymbol
    /EuclidSymbol-Bold
    /EuclidSymbol-BoldItalic
    /EuclidSymbol-Italic
    /EucrosiaUPC
    /EucrosiaUPCBold
    /EucrosiaUPCBoldItalic
    /EucrosiaUPCItalic
    /EUEX10
    /EUEX7
    /EUEX8
    /EUEX9
    /EUFB10
    /EUFB5
    /EUFB7
    /EUFM10
    /EUFM5
    /EUFM7
    /EURB10
    /EURB5
    /EURB7
    /EURM10
    /EURM5
    /EURM7
    /EuroMono-Bold
    /EuroMono-BoldItalic
    /EuroMono-Italic
    /EuroMono-Regular
    /EuroSans-Bold
    /EuroSans-BoldItalic
    /EuroSans-Italic
    /EuroSans-Regular
    /EuroSerif-Bold
    /EuroSerif-BoldItalic
    /EuroSerif-Italic
    /EuroSerif-Regular
    /EUSB10
    /EUSB5
    /EUSB7
    /EUSM10
    /EUSM5
    /EUSM7
    /FelixTitlingMT
    /Fences
    /FencesPlain
    /FigaroMT
    /FixedMiriamTransparent
    /FootlightMTLight
    /Formata-Italic
    /Formata-Medium
    /Formata-MediumItalic
    /Formata-Regular
    /ForteMT
    /FranklinGothic-Book
    /FranklinGothic-BookItalic
    /FranklinGothic-Demi
    /FranklinGothic-DemiCond
    /FranklinGothic-DemiItalic
    /FranklinGothic-Heavy
    /FranklinGothic-HeavyItalic
    /FranklinGothicITCbyBT-Book
    /FranklinGothicITCbyBT-BookItal
    /FranklinGothicITCbyBT-Demi
    /FranklinGothicITCbyBT-DemiItal
    /FranklinGothic-Medium
    /FranklinGothic-MediumCond
    /FranklinGothic-MediumItalic
    /FrankRuehl
    /FreesiaUPC
    /FreesiaUPCBold
    /FreesiaUPCBoldItalic
    /FreesiaUPCItalic
    /FreestyleScript-Regular
    /FrenchScriptMT
    /Frutiger-Black
    /Frutiger-BlackCn
    /Frutiger-BlackItalic
    /Frutiger-Bold
    /Frutiger-BoldCn
    /Frutiger-BoldItalic
    /Frutiger-Cn
    /Frutiger-ExtraBlackCn
    /Frutiger-Italic
    /Frutiger-Light
    /Frutiger-LightCn
    /Frutiger-LightItalic
    /Frutiger-Roman
    /Frutiger-UltraBlack
    /Futura-Bold
    /Futura-BoldOblique
    /Futura-Book
    /Futura-BookOblique
    /FuturaBT-Bold
    /FuturaBT-BoldItalic
    /FuturaBT-Book
    /FuturaBT-BookItalic
    /FuturaBT-Medium
    /FuturaBT-MediumItalic
    /Futura-Light
    /Futura-LightOblique
    /GalliardITCbyBT-Bold
    /GalliardITCbyBT-BoldItalic
    /GalliardITCbyBT-Italic
    /GalliardITCbyBT-Roman
    /Garamond
    /Garamond-Bold
    /Garamond-BoldCondensed
    /Garamond-BoldCondensedItalic
    /Garamond-BoldItalic
    /Garamond-BookCondensed
    /Garamond-BookCondensedItalic
    /Garamond-Italic
    /Garamond-LightCondensed
    /Garamond-LightCondensedItalic
    /Gautami
    /GeometricSlab703BT-Light
    /GeometricSlab703BT-LightItalic
    /Georgia
    /Georgia-Bold
    /Georgia-BoldItalic
    /Georgia-Italic
    /GeorgiaRef
    /Giddyup
    /Giddyup-Thangs
    /Gigi-Regular
    /GillSans
    /GillSans-Bold
    /GillSans-BoldItalic
    /GillSans-Condensed
    /GillSans-CondensedBold
    /GillSans-Italic
    /GillSans-Light
    /GillSans-LightItalic
    /GillSansMT
    /GillSansMT-Bold
    /GillSansMT-BoldItalic
    /GillSansMT-Condensed
    /GillSansMT-ExtraCondensedBold
    /GillSansMT-Italic
    /GillSans-UltraBold
    /GillSans-UltraBoldCondensed
    /GloucesterMT-ExtraCondensed
    /Gothic-Thirteen
    /GoudyOldStyleBT-Bold
    /GoudyOldStyleBT-BoldItalic
    /GoudyOldStyleBT-Italic
    /GoudyOldStyleBT-Roman
    /GoudyOldStyleT-Bold
    /GoudyOldStyleT-Italic
    /GoudyOldStyleT-Regular
    /GoudyStout
    /GoudyTextMT-LombardicCapitals
    /GSIDefaultSymbols
    /Gulim
    /GulimChe
    /Gungsuh
    /GungsuhChe
    /Haettenschweiler
    /HarlowSolid
    /Harrington
    /Helvetica
    /Helvetica-Black
    /Helvetica-BlackOblique
    /Helvetica-Bold
    /Helvetica-BoldOblique
    /Helvetica-Condensed
    /Helvetica-Condensed-Black
    /Helvetica-Condensed-BlackObl
    /Helvetica-Condensed-Bold
    /Helvetica-Condensed-BoldObl
    /Helvetica-Condensed-Light
    /Helvetica-Condensed-LightObl
    /Helvetica-Condensed-Oblique
    /Helvetica-Fraction
    /Helvetica-Narrow
    /Helvetica-Narrow-Bold
    /Helvetica-Narrow-BoldOblique
    /Helvetica-Narrow-Oblique
    /Helvetica-Oblique
    /HighTowerText-Italic
    /HighTowerText-Reg
    /Humanist521BT-BoldCondensed
    /Humanist521BT-Light
    /Humanist521BT-LightItalic
    /Humanist521BT-RomanCondensed
    /Imago-ExtraBold
    /Impact
    /ImprintMT-Shadow
    /InformalRoman-Regular
    /IrisUPC
    /IrisUPCBold
    /IrisUPCBoldItalic
    /IrisUPCItalic
    /Ironwood
    /ItcEras-Medium
    /ItcKabel-Bold
    /ItcKabel-Book
    /ItcKabel-Demi
    /ItcKabel-Medium
    /ItcKabel-Ultra
    /JasmineUPC
    /JasmineUPC-Bold
    /JasmineUPC-BoldItalic
    /JasmineUPC-Italic
    /JoannaMT
    /JoannaMT-Italic
    /Jokerman-Regular
    /JuiceITC-Regular
    /Kartika
    /Kaufmann
    /KaufmannBT-Bold
    /KaufmannBT-Regular
    /KidTYPEPaint
    /KinoMT
    /KodchiangUPC
    /KodchiangUPC-Bold
    /KodchiangUPC-BoldItalic
    /KodchiangUPC-Italic
    /KorinnaITCbyBT-Regular
    /KristenITC-Regular
    /KrutiDev040Bold
    /KrutiDev040BoldItalic
    /KrutiDev040Condensed
    /KrutiDev040Italic
    /KrutiDev040Thin
    /KrutiDev040Wide
    /KrutiDev060
    /KrutiDev060Bold
    /KrutiDev060BoldItalic
    /KrutiDev060Condensed
    /KrutiDev060Italic
    /KrutiDev060Thin
    /KrutiDev060Wide
    /KrutiDev070
    /KrutiDev070Condensed
    /KrutiDev070Italic
    /KrutiDev070Thin
    /KrutiDev070Wide
    /KrutiDev080
    /KrutiDev080Condensed
    /KrutiDev080Italic
    /KrutiDev080Wide
    /KrutiDev090
    /KrutiDev090Bold
    /KrutiDev090BoldItalic
    /KrutiDev090Condensed
    /KrutiDev090Italic
    /KrutiDev090Thin
    /KrutiDev090Wide
    /KrutiDev100
    /KrutiDev100Bold
    /KrutiDev100BoldItalic
    /KrutiDev100Condensed
    /KrutiDev100Italic
    /KrutiDev100Thin
    /KrutiDev100Wide
    /KrutiDev120
    /KrutiDev120Condensed
    /KrutiDev120Thin
    /KrutiDev120Wide
    /KrutiDev130
    /KrutiDev130Condensed
    /KrutiDev130Thin
    /KrutiDev130Wide
    /KunstlerScript
    /Latha
    /LatinWide
    /LetterGothic
    /LetterGothic-Bold
    /LetterGothic-BoldOblique
    /LetterGothic-BoldSlanted
    /LetterGothicMT
    /LetterGothicMT-Bold
    /LetterGothicMT-BoldOblique
    /LetterGothicMT-Oblique
    /LetterGothic-Slanted
    /LevenimMT
    /LevenimMTBold
    /LilyUPC
    /LilyUPCBold
    /LilyUPCBoldItalic
    /LilyUPCItalic
    /Lithos-Black
    /Lithos-Regular
    /LotusWPBox-Roman
    /LotusWPIcon-Roman
    /LotusWPIntA-Roman
    /LotusWPIntB-Roman
    /LotusWPType-Roman
    /LucidaBright
    /LucidaBright-Demi
    /LucidaBright-DemiItalic
    /LucidaBright-Italic
    /LucidaCalligraphy-Italic
    /LucidaConsole
    /LucidaFax
    /LucidaFax-Demi
    /LucidaFax-DemiItalic
    /LucidaFax-Italic
    /LucidaHandwriting-Italic
    /LucidaSans
    /LucidaSans-Demi
    /LucidaSans-DemiItalic
    /LucidaSans-Italic
    /LucidaSans-Typewriter
    /LucidaSans-TypewriterBold
    /LucidaSans-TypewriterBoldOblique
    /LucidaSans-TypewriterOblique
    /LucidaSansUnicode
    /Lydian
    /Magneto-Bold
    /MaiandraGD-Regular
    /Mangal-Regular
    /Map-Symbols
    /MathA
    /MathB
    /MathC
    /Mathematica1
    /Mathematica1-Bold
    /Mathematica1Mono
    /Mathematica1Mono-Bold
    /Mathematica2
    /Mathematica2-Bold
    /Mathematica2Mono
    /Mathematica2Mono-Bold
    /Mathematica3
    /Mathematica3-Bold
    /Mathematica3Mono
    /Mathematica3Mono-Bold
    /Mathematica4
    /Mathematica4-Bold
    /Mathematica4Mono
    /Mathematica4Mono-Bold
    /Mathematica5
    /Mathematica5-Bold
    /Mathematica5Mono
    /Mathematica5Mono-Bold
    /Mathematica6
    /Mathematica6Bold
    /Mathematica6Mono
    /Mathematica6MonoBold
    /Mathematica7
    /Mathematica7Bold
    /Mathematica7Mono
    /Mathematica7MonoBold
    /MatisseITC-Regular
    /MaturaMTScriptCapitals
    /Mesquite
    /Mezz-Black
    /Mezz-Regular
    /MICR
    /MicrosoftSansSerif
    /MingLiU
    /Minion-BoldCondensed
    /Minion-BoldCondensedItalic
    /Minion-Condensed
    /Minion-CondensedItalic
    /Minion-Ornaments
    /MinionPro-Bold
    /MinionPro-BoldIt
    /MinionPro-It
    /MinionPro-Regular
    /Miriam
    /MiriamFixed
    /MiriamTransparent
    /Mistral
    /Modern-Regular
    /MonotypeCorsiva
    /MonotypeSorts
    /MSAM10
    /MSAM5
    /MSAM6
    /MSAM7
    /MSAM8
    /MSAM9
    /MSBM10
    /MSBM5
    /MSBM6
    /MSBM7
    /MSBM8
    /MSBM9
    /MS-Gothic
    /MSHei
    /MSLineDrawPSMT
    /MS-Mincho
    /MSOutlook
    /MS-PGothic
    /MS-PMincho
    /MSReference1
    /MSReference2
    /MSReferenceSansSerif
    /MSReferenceSansSerif-Bold
    /MSReferenceSansSerif-BoldItalic
    /MSReferenceSansSerif-Italic
    /MSReferenceSerif
    /MSReferenceSerif-Bold
    /MSReferenceSerif-BoldItalic
    /MSReferenceSerif-Italic
    /MSReferenceSpecialty
    /MSSong
    /MS-UIGothic
    /MT-Extra
    /MTExtraTiger
    /MT-Symbol
    /MT-Symbol-Italic
    /MVBoli
    /Myriad-Bold
    /Myriad-BoldItalic
    /Myriad-Italic
    /Myriad-Roman
    /Narkisim
    /NewCenturySchlbk-Bold
    /NewCenturySchlbk-BoldItalic
    /NewCenturySchlbk-Italic
    /NewCenturySchlbk-Roman
    /NewMilleniumSchlbk-BoldItalicSH
    /NewsGothic
    /NewsGothic-Bold
    /NewsGothicBT-Bold
    /NewsGothicBT-BoldItalic
    /NewsGothicBT-Italic
    /NewsGothicBT-Roman
    /NewsGothic-Condensed
    /NewsGothic-Italic
    /NewsGothicMT
    /NewsGothicMT-Bold
    /NewsGothicMT-Italic
    /NiagaraEngraved-Reg
    /NiagaraSolid-Reg
    /NimbusMonL-Bold
    /NimbusMonL-BoldObli
    /NimbusMonL-Regu
    /NimbusMonL-ReguObli
    /NimbusRomNo9L-Medi
    /NimbusRomNo9L-MediItal
    /NimbusRomNo9L-Regu
    /NimbusRomNo9L-ReguItal
    /NimbusSanL-Bold
    /NimbusSanL-BoldCond
    /NimbusSanL-BoldCondItal
    /NimbusSanL-BoldItal
    /NimbusSanL-Regu
    /NimbusSanL-ReguCond
    /NimbusSanL-ReguCondItal
    /NimbusSanL-ReguItal
    /Nimrod
    /Nimrod-Bold
    /Nimrod-BoldItalic
    /Nimrod-Italic
    /NSimSun
    /Nueva-BoldExtended
    /Nueva-BoldExtendedItalic
    /Nueva-Italic
    /Nueva-Roman
    /NuptialScript
    /OCRA
    /OCRA-Alternate
    /OCRAExtended
    /OCRB
    /OCRB-Alternate
    /OfficinaSans-Bold
    /OfficinaSans-BoldItalic
    /OfficinaSans-Book
    /OfficinaSans-BookItalic
    /OfficinaSerif-Bold
    /OfficinaSerif-BoldItalic
    /OfficinaSerif-Book
    /OfficinaSerif-BookItalic
    /OldEnglishTextMT
    /Onyx
    /OnyxBT-Regular
    /OzHandicraftBT-Roman
    /PalaceScriptMT
    /Palatino-Bold
    /Palatino-BoldItalic
    /Palatino-Italic
    /PalatinoLinotype-Bold
    /PalatinoLinotype-BoldItalic
    /PalatinoLinotype-Italic
    /PalatinoLinotype-Roman
    /Palatino-Roman
    /PapyrusPlain
    /Papyrus-Regular
    /Parchment-Regular
    /Parisian
    /ParkAvenue
    /Penumbra-SemiboldFlare
    /Penumbra-SemiboldSans
    /Penumbra-SemiboldSerif
    /PepitaMT
    /Perpetua
    /Perpetua-Bold
    /Perpetua-BoldItalic
    /Perpetua-Italic
    /PerpetuaTitlingMT-Bold
    /PerpetuaTitlingMT-Light
    /PhotinaCasualBlack
    /Playbill
    /PMingLiU
    /Poetica-SuppOrnaments
    /PoorRichard-Regular
    /PopplLaudatio-Italic
    /PopplLaudatio-Medium
    /PopplLaudatio-MediumItalic
    /PopplLaudatio-Regular
    /PrestigeElite
    /Pristina-Regular
    /PTBarnumBT-Regular
    /Raavi
    /RageItalic
    /Ravie
    /RefSpecialty
    /Ribbon131BT-Bold
    /Rockwell
    /Rockwell-Bold
    /Rockwell-BoldItalic
    /Rockwell-Condensed
    /Rockwell-CondensedBold
    /Rockwell-ExtraBold
    /Rockwell-Italic
    /Rockwell-Light
    /Rockwell-LightItalic
    /Rod
    /RodTransparent
    /RunicMT-Condensed
    /Sanvito-Light
    /Sanvito-Roman
    /ScriptC
    /ScriptMTBold
    /SegoeUI
    /SegoeUI-Bold
    /SegoeUI-BoldItalic
    /SegoeUI-Italic
    /Serpentine-BoldOblique
    /ShelleyVolanteBT-Regular
    /ShowcardGothic-Reg
    /Shruti
    /SILDoulosIPA
    /SimHei
    /SimSun
    /SimSun-PUA
    /SnapITC-Regular
    /StandardSymL
    /Stencil
    /StoneSans
    /StoneSans-Bold
    /StoneSans-BoldItalic
    /StoneSans-Italic
    /StoneSans-Semibold
    /StoneSans-SemiboldItalic
    /Stop
    /Swiss721BT-BlackExtended
    /Sylfaen
    /Symbol
    /SymbolMT
    /SymbolTiger
    /SymbolTigerExpert
    /Tahoma
    /Tahoma-Bold
    /Tci1
    /Tci1Bold
    /Tci1BoldItalic
    /Tci1Italic
    /Tci2
    /Tci2Bold
    /Tci2BoldItalic
    /Tci2Italic
    /Tci3
    /Tci3Bold
    /Tci3BoldItalic
    /Tci3Italic
    /Tci4
    /Tci4Bold
    /Tci4BoldItalic
    /Tci4Italic
    /TechnicalItalic
    /TechnicalPlain
    /Tekton
    /Tekton-Bold
    /TektonMM
    /Tempo-HeavyCondensed
    /Tempo-HeavyCondensedItalic
    /TempusSansITC
    /Tiger
    /TigerExpert
    /Times-Bold
    /Times-BoldItalic
    /Times-BoldItalicOsF
    /Times-BoldSC
    /Times-ExtraBold
    /Times-Italic
    /Times-ItalicOsF
    /TimesNewRomanMT-ExtraBold
    /TimesNewRomanPS-BoldItalicMT
    /TimesNewRomanPS-BoldMT
    /TimesNewRomanPS-ItalicMT
    /TimesNewRomanPSMT
    /Times-Roman
    /Times-RomanSC
    /Trajan-Bold
    /Trebuchet-BoldItalic
    /TrebuchetMS
    /TrebuchetMS-Bold
    /TrebuchetMS-Italic
    /Tunga-Regular
    /TwCenMT-Bold
    /TwCenMT-BoldItalic
    /TwCenMT-Condensed
    /TwCenMT-CondensedBold
    /TwCenMT-CondensedExtraBold
    /TwCenMT-CondensedMedium
    /TwCenMT-Italic
    /TwCenMT-Regular
    /Univers-Bold
    /Univers-BoldItalic
    /UniversCondensed-Bold
    /UniversCondensed-BoldItalic
    /UniversCondensed-Medium
    /UniversCondensed-MediumItalic
    /Univers-Medium
    /Univers-MediumItalic
    /URWBookmanL-DemiBold
    /URWBookmanL-DemiBoldItal
    /URWBookmanL-Ligh
    /URWBookmanL-LighItal
    /URWChanceryL-MediItal
    /URWGothicL-Book
    /URWGothicL-BookObli
    /URWGothicL-Demi
    /URWGothicL-DemiObli
    /URWPalladioL-Bold
    /URWPalladioL-BoldItal
    /URWPalladioL-Ital
    /URWPalladioL-Roma
    /USPSBarCode
    /VAGRounded-Black
    /VAGRounded-Bold
    /VAGRounded-Light
    /VAGRounded-Thin
    /Verdana
    /Verdana-Bold
    /Verdana-BoldItalic
    /Verdana-Italic
    /VerdanaRef
    /VinerHandITC
    /Viva-BoldExtraExtended
    /Vivaldii
    /Viva-LightCondensed
    /Viva-Regular
    /VladimirScript
    /Vrinda
    /Webdings
    /Westminster
    /Willow
    /Wingdings2
    /Wingdings3
    /Wingdings-Regular
    /WNCYB10
    /WNCYI10
    /WNCYR10
    /WNCYSC10
    /WNCYSS10
    /WoodtypeOrnaments-One
    /WoodtypeOrnaments-Two
    /WP-ArabicScriptSihafa
    /WP-ArabicSihafa
    /WP-BoxDrawing
    /WP-CyrillicA
    /WP-CyrillicB
    /WP-GreekCentury
    /WP-GreekCourier
    /WP-GreekHelve
    /WP-HebrewDavid
    /WP-IconicSymbolsA
    /WP-IconicSymbolsB
    /WP-Japanese
    /WP-MathA
    /WP-MathB
    /WP-MathExtendedA
    /WP-MathExtendedB
    /WP-MultinationalAHelve
    /WP-MultinationalARoman
    /WP-MultinationalBCourier
    /WP-MultinationalBHelve
    /WP-MultinationalBRoman
    /WP-MultinationalCourier
    /WP-Phonetic
    /WPTypographicSymbols
    /XYATIP10
    /XYBSQL10
    /XYBTIP10
    /XYCIRC10
    /XYCMAT10
    /XYCMBT10
    /XYDASH10
    /XYEUAT10
    /XYEUBT10
    /ZapfChancery-MediumItalic
    /ZapfDingbats
    /ZapfHumanist601BT-Bold
    /ZapfHumanist601BT-BoldItalic
    /ZapfHumanist601BT-Demi
    /ZapfHumanist601BT-DemiItalic
    /ZapfHumanist601BT-Italic
    /ZapfHumanist601BT-Roman
    /ZWAdobeF
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 2.00333
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 2.00333
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 600
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.00167
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /GRE <>

    /HRV (Za stvaranje Adobe PDF dokumenata pogodnih za pouzdani prikaz i ispis poslovnih dokumenata koristite ove postavke.  Stvoreni PDF dokumenti mogu se otvoriti Acrobat i Adobe Reader 5.0 i kasnijim verzijama.)
    /HUN <>
    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 5.0 e versioni successive.)
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /ENU (Use these settings to create Adobe PDF documents suitable for reliable viewing and printing of business documents.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
>> setdistillerparams
<<
  /HWResolution [600 600]
  /PageSize [612.000 792.000]
>> setpagedevice


